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TevN 7899-1: 2008

Loailrype CZ l*)

Phuong phiip th{r
/Test menthods

L

CLt'dnB d0 bdm dinh khi k6o o di'6u kien

lhydng/The odhesion strength tuhen pulling at
normal conditions

N/mm2 1.560 > 1.0

TCVN 7899-2 :2008

eu'ong dQ biim dinh khi keo sau khi ngim
trong nudc/Shecr adhesion strength ot'ter

wster immersion
Nlmm2 L42A > 1.0

3

CLrlng d0 bdm dinh khi k6o sau khi gia

nhiQt"lfhe odhesion strengtll when pulling at'ter

heating
N/mm2 1.350

4

Cucng d0 bim dinh khi k6o sau chu ky

d6ng bing vi tan bing/re nsile ctdhesion

strengtjl after freezing and thawing cycles

)r\/mm 1.210 > 1.0

5 Thdi gian mb/Open tine
Phrit

/ains
30

0.55

>20

+ CLrdng d0 bdm dinh khi keo tAi thdi
gian m&75tre ngth af adhesion when
pulling at open time

N/mm2 a u.)

* Ham luqng nudc ffAn theo th6ng tin nhd sdn xudt cung cdp

THLTC HIfN TRUNG TAM XTEST HA NOI

Test by XTESI Ho Noi Center

Truong phbng TN / Chief af LAB

Phi D)nh Dinh

CONG TY cP xTEsT HA NOI
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