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TCVN 7899-3: 2008

Loli/Type Cct t*)

Ph#dng phdp thir
lTesl menthods

1.
Cudng d0 udn trong di6u ki$n ti6u chudn

/Flexural strength under standard conditions
N/mm2 5.42 > 2.5

2

Crrbng d0 u6n sau cdc chu ki d6ng vi tan

bdng/Bending strength after freezinE ond
th0winq cvcles

Nlmm2 4.51 > 2.5

3

CLrdng d$ nen trong diilu ki$n ti6u chudn

lContpressive strenqth under standard
condltians

N/mmz 25.68 >15

4

Clrdng dQ nen sau cdc chu ki ddng vi tan
bZnglCompressive strength after freezing and
tliawing cVcles

Nlmm2 23.51 2 _L)

5
AA hrit n, rir
vY,,!!\,,vuL

f Water absorption

O0 hilt ntrfc sau 30 min
+

/Water absor ption aJter 3A min c 1.24 <5

J
D6 hrit nudc sau 240min

f Water absorptian after 240 rnin
g 3.26 <10

6 D0 co ng5tlshrinkage mm/m 0.14 <3

7 D0 chiu mii mon f Abrosion resistonce mm3 865.0 < 2000

TCVN 7899-4: 2008

cONc

iS0llEC 17025:2005

8trl l5O XTESI Haiol rt. 00.04
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